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Abstract: 

The deformation modulus and permissible stress are two independent parameters that depict the carrying capacity of 
foundations, including earthworks and ballast layer. Nevertheless, while designing the track superstructure or controlling 

its state, they are considered separate to each other, even though they are terms of the same measure. The scientific problem 

is due to the practical necessity of unified building rules and standards. The carrying capacity of earthworks and 
foundations is regulated with standards based both on deformation and on stress criteria, which are not related to each 

other. This plays particularly important role for railway ballast layer, as an intermediate between the solids and soil. 

The objective of the present research is to estimate the relationship between deformation modulus and the strength of 
ballast layer. An overview of modern approaches according to the relation between the stiffness, deformation modulus, 

elasticity and strength of soils and crushed stone is done. 

The strength of ballast layer is considered depending on the experimental test: the direct shear test, compressive strength 
in the uniaxial or biaxial stress state. Load transfer model in crushed stone is proposed. The load transfer angle and cone 

of loading distribution are determined based on the load transfer and compressive strength models. 
The relation between deformation modulus and strength is derived from two simple laboratory experiments with 

cohesionless ballast material. The experiment tests have shown that the ballast stiffness as well as its strength are influenced 

with the support stress. The measurement of elastic and residual settlements for the different support stress values enables 
to determine the relation. It can be potentially used for the development of methods for the ballast compaction control, 

unification of construction norms. The research result should be considered as an approach for unification of two different 

ways to reflect the carrying capacity of ballast layer. 
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1. Introduction 

The ballast bed is, simply mechanically considered, 

cohesionless crushed stone. However, it is the most 

difficult element of the railway superstructure to un-

derstand and predict. Its settlement behavior deter-

mines the length of the tamping intervals and thus a 

significant part of the life cycle costs of the railway 

superstructure. The settlement behavior results from 

the relationship between load and load capacity. 

Conventionally, the load can be expressed as the 

mean contact stress between sleeper and ballast, and 

the load capacity as the corresponding permissible 

contact stress (Esveld, 2001). This approach derives 

from the mechanics of materials, which classifies a 

structure element as stable if the existing stress does 

not exceed the permissible stress (strength). The 

similar approach is presented within the phenome-

nological modelling (Sysyn et al., 2018) of ballast 

layer settlements with pressure dependent intensity 

of irreversible deformations. 

Soil mechanics deals with the carrying capacity of 

crushed stone. Here, the ground mechanical state is 

classified as permissible if the existing stress (load) 

does not exceed some permissible stress value, that 

depends on the corresponding deformation modulus 

(Fendrich and Fengler, 2013). This approach, at first 

sight, seems strange, because the permissible stress 

and the elasticity properties of materials are interre-

lated. Such an approach is not assumed in the me-

chanics of materials. 

The main reason of the discrepancy consists in fact 

that on the one hand carrying capacity of soils is not 

constant, but depends on many factors, such as its 

stress state, compaction (i.e. density), etc. On the 

other hand, the measurement of soil deformation 

modulus is the simple practical and reliable non-de-

structive method to control the quality of earth-

works. The different approaches in mechanics of 

materials and soil mechanics arise from the different 

structural behavior of solids and crushed stone. 

This paper demonstrates the fundamental relation-

ship between deformation modulus and strength as 

two alternative ways to quantify the carrying capac-

ity of layers from crushed stone using two simple 

experiments. 

The scientific problem is current, and is considered 

in many recent studies. Authors Rybacki, et al. 

(2015) have studied the strength and static Young's 

modulus of shale rocks based experimental triaxial 

compression tests. The relation of these parameters 

to the concept of brittleness is proved and a good, 

nearly linear, correlation between compressive 

strength and static Young's modulus was found.  

The relationship between the small deformation and 

strength properties of undisturbed gravelly soils was 

evaluated within the studies of Enomoto, et al. 

(2013). The particularity of measurement was the 

cyclic triaxial compression tests together with dy-

namic measurements of wave propagation using a 

pair of accelerometers. The difference between the 

moduli measured statically and dynamically relating 

the grain size were discussed. Nabochenko, et al. 

(2019) and Sysyn, et al. (2019a) study the influence 

of ballast stiffness on long-term settlements of track 

and common crossing geometry deterioration with 

nonlinear dynamic multi-layer beam model. The 

structural stiffness of track is related to ballast bed-

ding modulus and voids under the sleepers. The in-

fluence of crushed stone brakeage on the quality of 

ballast layer is considered in experimental studies of 

Fischer, (2017) and Fischer and Juhász, (2019). The 

ballast settlements in transition areas from ballast-

less to ballasted track, that are caused with structural 

stiffness inhomogeneity, are studied by Izvolt, et al., 

(2016) and Izvolt, et al., (2018). The analysis of bal-

last behavior under the vibration loading is theoreti-

cally studied by Wang, et al., (2016) by means of the 

discrete element method. The estimation of ballast 

stiffness change during maintenance works be 

means of non-destructive seismic methods is pro-

posed in (Sysyn, et al. 2019b). 

The relation is used as the basic principle of the 

strength determination of sedimentary rocks with the 

measurement of its elastic properties (Umrao, et al., 

2018). The data of P-wave velocity together with 45 

datasets of other geomechanical properties are used 

to predict rocks strength with application of artificial 

neural network and fuzzy logic methods. 

The experimental investigation of railway ballast 

stiffness together with its settlement during 1 million 

loading cycles was presented by McDowell, et al. 

(2007). The ballast stiffness, that was measured with 

non-destructive method – the falling weight deflec-

tometer – has been incremented more than twice af-

ter all load cycles. The main problem of the meas-

urement is that it was done for box test without free 

ballast slopes. 

The vertical stiffness of the track, including the stiff-

ness of ballast layer, is considered by many authors 

(Droździel, et al. 2010, Kovalchuk, et al. 2018, 
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Grossoni, et al. 2018) as a parameter that character-

ize the ability of the track to resist to residual defor-

mations. 

 

2. Stability of crushed stone ballast layer 

2.1. Direct shear test 

Crushed stone, like the ballast bed, has already been 

destroyed in terms of mechanics of materials. The 

soil mechanics describes the strength behavior of the 

crushed rock in a very clear way on the basis of the 

direct shear test (Fig. 1). The crushed rock located in 

a horizontally displaceable test facility is subjected 

to a horizontal force H or shear stress. At the mo-

ment when a horizontal movement of the experi-

mental device begins, the shear strength 𝜏𝑓 is 

reached. However, in contrast to the solid bodies, the 

strength is not a constant, but changes depending on 

the vertical force V or the normal stress σ, which acts 

on the test device. The relationship between strength 

and normal stress is linear. Two material parameters 

occur, which are called cohesion c and friction angle 

φ: 

 

𝜏𝑓 = 𝑐 + 𝜎 ∙ tan 𝜙. (1) 

 

Cohesion is a measurable value of the adhesive 

power between the grains. E.g., concrete is a solid 

that results from the bonding of crushed stone with 

cement. Thus, its strength is determined mainly by 

the cohesion. Gravel or sand are typical crushed 

stones without cohesion. Their strength is simplified 

described with the relation: 

𝜏𝑓 = 𝜎 ∙ tan 𝜙. (2) 

Figure 2 illustrates the angle of friction based on 

Coulomb's friction law (Göbel, 2013), which formu-

lates the permissible shear force T as a function of 

the normal force V and the coefficient of friction μ. 

The resulting force R is inclined by the friction angle 

φ relative to the vertical force. A coefficient compar-

ison shows that friction coefficient and friction angle 

are in the relation μ = tan(Φ). 

 

 
Fig. 2. Friction coefficient μ and friction angle φ 

 

2.2. Compressive strength in the uniaxial stress 

state 

Vertical normal stress 𝜎𝑧 from sleeper on the ballast 

bed can cause a plastic ballast flow. Ballast flow oc-

curs if the permissible shear stress 𝜏𝑓 is exceeded. 

This raises the question in which context both vari-

ables are related. To find out this, first, the uniaxial 

stress state is considered, i.e. it is assumed that only 

a vertical normal stress 𝜎𝑧 acts. The normal and 

shear stress components (3) of the uniaxial stress 

state are the function of the intersection angle φ (Fig. 

3). 

 

𝜎 = 𝜎𝑧 ∙ cos2𝜑;     𝜏 = 𝜎𝑧 ∙ sin 𝜑 ∙ cos 𝜑. (3) 

 

If one applies 𝜏 over 𝜎 depending on the intersection 

angle φ, one obtains the so-called MOHR stress cir-

cle (Fig. 4). It is characterized by the fact that the 

smallest normal stress is zero and the largest normal 

stress is 𝜎𝑧.  

 

 
Fig. 1. Direct shear test (Göbel, 2013)



62 

 

Gerber, U., Sysyn, M., Zarour, J., Nabochenko, O., 

Archives of Transport, 49(1), 59-68, 2019 

 

 

 
Fig. 3. Stress components in the uniaxial stress state 

(Göldner 1980) 

 

 
Fig. 4. MOHR stress circle and breakline for the uni-

axial stress state 

 

A failure occurs when the MOHR stress circle and 

the break line (strength) determined from the direct 

shear test come into contact. Since the break line is 

determined by the material properties (cohesion c 

and inner friction angle φ), one can choose the diam-

eter of the MOHR circle – i.e. the normal stress 𝜎𝑧 – 

so that it just almost touches the break line. In the 

limiting case, the intersection angle assumes the 

value φ  and the normal stress 𝜎𝑧 becomes the max-

imum compressive stress, i.e. the strength 𝜎𝐵. This 

results in the following formula:  

 

𝜎𝐵 =
2𝑐∙cos 𝜙

1−sin 𝜙
. (4) 

 

The cutting angle can also be experimentally obser-

vated on fractured specimens in the case of a uniax-

ial stress state (Fig. 5). 

 
Fig. 5. Experimental observation of the cutting angle 

φ in the uniaxial stress state (Bobe 1983, p. 

114) 

 

It is clear from (4) that uniaxial compressive strength 

exists only in the presence of a cohesion c. However, 

this does not occur in the ballast bed, so that the rail-

way ballast bed has no uniaxial compressive 

strength. 

 

2.3. Compressive strength in the biaxial stress 

state 

On the basis of the relations of the biaxial stress state 

(which can be analogously transferred to the actual 

three-axis stress state), it can be shown that a com-

pressive strength of the crushed stone 𝜎𝐵 occurs only 

in the presence of a horizontal support stress 𝜎𝑥. For 

the derivation it is assumed that the vertical normal 

stress 𝜎𝑧 and the horizontal stress 𝜎𝑦 are the main 

stress components (Fig. 6). 

 

 
Fig.6. Definition of biaxial stress state (Göldner 

1980) 
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The normal stress component σ and the shear stress 

component 𝜏 of an inclined cutting surface with the 

intersection angle φ result (Göldner 1980, p. 105): 

 

𝜎 =
𝜎𝑥+𝜎𝑧

2
+

𝜎𝑥−𝜎𝑧

2
cos 2𝜑 ;    𝜏 = −

𝜎𝑥−𝜎𝑧

2
sin 2𝜑. (5) 

 

If one applies 𝜏 over σ depending on the cutting an-

gle φ, one obtains the so-called MOHR stress circle 

for the biaxial stress state (Fig. 7). 

 

 
Fig. 7. MOHR stress circle and break line with co-

hesion (top) and no cohesion (bottom) for the 

biaxial stress state (Göldner 1980) 

 

In an analogous approach as in the uniaxial stress 

state, the compressive strength 𝜎𝐵 results in addi-

tional dependence on the horizontal support stress 

𝜎𝑥 (Fig.7 above). The compressive strength 𝜎𝐵 is 

identical to the vertical principal stress 𝜎𝑧: 

 

𝜎𝐵 =
2𝑐∙cos 𝜙

1−sin 𝜙
+

1+sin 𝜙

1−sin 𝜙
∙ 𝜎𝑥. (6) 

 

Setting the horizontal support stress to zero results 

in the uniaxial stress state, that was already derived 

in (4). In contrast to the uniaxial stress state, materi-

als with no cohesion (c = 0) have strength in the bi-

axial stress state as long as a support stress acts 

(Fig.7 above): 

 

𝜎𝐵 =
1+sin 𝜙

1−sin 𝜙
∙ 𝜎𝑥. (7) 

 

 

3. Elasticity of the crushed stone 

The linear elasticity of a material, including the 

crushed stone, is determined by the elastic modulus 

E [N/mm²]. A horizontal layer of crushed stone is 

assumed with a height h on a flat, rigid surface; its 

elastic properties should be calculated, i.e. after its 

vertical elastic settlement s as a function of the ap-

plied vertical stress 𝜎𝑧, which is lower than the 

strength 𝜎𝐵. The relation of both variables gives the 

bedding modulus C [N/mm³] of ballast bed: 

 

𝐶𝑧 =
𝜎𝑧

𝑠
. (8) 

 

The elastic settlement produces a negative defor-

mation (compression) in the vertical direction: 

 

𝜀𝑧 =
𝑠

ℎ
. (9) 

 

HOOKE's law combines stress, deformation and 

modulus of elasticity: 

 

𝜎𝑧 = 𝐸 ∙ 𝜀𝑧. (10) 

 

By a coefficient comparison of (8) and (10), the 

modulus of bedding can also be expressed as a func-

tion of the elastic modulus: 

 

𝐶𝑧 =
𝐸

ℎ
. (11) 

 

Expressing the elastic properties in the form of the 

vertical elastic settlement as a function of the verti-

cal force 𝐹𝑧, the support point stiffness cz [N/mm] 

can be received: 

 

𝑐𝑧 =
𝐹𝑧

𝑠
. (12) 

 

The vertical stress is related to the vertical force on 

the contact surface A (in railway construction, the 

sleeper area); in turn, HOOKE's law also applies: 

 

𝜎𝑧 =
𝐹𝑧

𝐴
=  𝐸 ∙ 𝜀𝑧. (13) 

 

Thus, the support stiffness can also be expressed as 

a function of the modulus of elasticity: 

 

𝑐𝑧 =
𝐸∙𝐴

ℎ
. (14) 
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4. Load transfer in crushed stone 

The load transfer model answers the question of the 

spatial distribution of the stress components, which 

determine the location (sliding line) and the begin-

ning of the flow. The following considerations refer, 

for simplicity, to the case of a single load acting on 

an elastic space. Boussinesq (Bobe, 1983) has ana-

lytically deduced the stress components for this. Ac-

cording to Fig. 8, the vertical single load V produces 

in the half-space a vertical normal stress 𝜎𝑧, the hor-

izontal stresses 𝜎𝑡 and 𝜎ℎ (which correspond to the 

horizontal stress 𝜎𝑥 in (7)) and the shear stress 𝜏. 

 
Fig. 8. Definition of the stress components accord-

ing to Boussinesq (Bobe, 1983) 

 

These stress components are described as a function 

of their position relative to the individual load V by 

means of polar coordinates (angle 𝜈 and radius R) 

(Bobe, 1983): 

 

𝜎𝑧 =
3∙𝑉

2𝜋∙𝑅2 ∙ cos3 𝜈 ;    𝜏 =
3∙𝑉

2𝜋∙𝑅2 ∙ cos2 𝜈 ∙ sin 𝜈 . (15) 

 

The ratio of the shear stress 𝜏 and the normal stress 

𝜎𝑧 follows from this: 

 
𝜏

𝜎𝑧
= tan 𝜈. (16) 

 

A coefficient comparison of (16) with the material 

law from the direct shear test according to (2) shows 

that the angle 𝜈 is identical to the friction angle φ of 

the crushed stone. It follows that the load transfer 

occurs within a load transfer cone at the edge of 

which the yield point of the material is reached (Fig. 

9). 

The Boussinesq’s solution refers to the half-space 

and explains the load transfer within a load transfer 

cone. In the case of railroad ballast, the dimension 

of the half-plane cannot be considered as infinite. Its 

free edges are limited with a slope angle (Fig. 10). 

This raises the question in what relation are the angle 

of the load transfer cone φ and the ballast slope angle 

β. 

 

 
Fig. 9. Load transfer cone according to Boussinesq 

(Bobe, 1983) 
 

 
Fig.10. Slope angle 

 

Conferring to Fig. 10, the tangential force compo-

nent T dependent on the weight G and the normal 

force component N are inserted into the material law 

from the direct shear test according to (2). The fol-

lowing equation (17) appears: 

 

𝐺 ∙ sin 𝛽 = 𝐺 ∙ cos 𝛽 ∙ tan 𝜙. (17) 

 

According to (17), the shape and load transfer in the 

railway ballast follows from the identity of the slope 

angle and the angle of friction β = φ (Fig. 11). 

 

 
Fig. 11. Load transfer angle and slope angle as a 

function of the friction angle 

 

5. Experimental determination of deformation 

modulus and strength 

A frame filled with sand under a vertical loading of 

a square stamp is used as physical model of ballast 

layer (Fig. 12). The push force 𝐹𝑧 and the stamp 

movement s are measured. 
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Fig. 12. The experimental setup: part 1 

 

The load consists of cyclical and monotonous in-

creasing parts. Fig. 13 shows the vertical stress 𝜎𝑧 

converted to the stamp surface. 

 

 
Fig. 13. Vertical stress as a function of time 

 

A second experiment is made with the same loading, 

which differs from the first one in that the frame has 

been removed (Fig. 14). 

 

 
Fig. 14. The experimental setup: part 2 

 

Fig. 15 shows the stamp movement over time. The 

jump in the stamp settlement indicates that the sand 

without frame loses its stability and then assumes a 

new equilibrium state. In practice this corresponds 

to a loss of bearing capacity. 

 

 
Fig. 15. Stamp settlement as a function of time 

 

Fig. 16 shows the settlement lines of both experi-

ments in comparison. While in the test with frame 

the strength is greater than the registered maximum 

stress of 0.48 N/mm², the strength without frame is 

just under 0.3 N/mm². 

 

 
Fig. 16. Stamp pressure depending on the settlement 

in comparison 

 

To explain the order of magnitude, the average con-

tact stress between threshold and ballast in a conven-

tional railway superstructure should be estimated at 

this point. An axle load of 200 kN generates 2 verti-

cal interpolation forces of 50 kN, taking into account 

the load distribution under the rail. This corresponds 

to a vertical threshold load of 100 kN. In a conven-

tional sleeper geometry (length 2500 mm, width 250 

mm) and the assumption of a uniformly distributed 

contact stress results a contact stress of 𝜎𝑧= 0.16 

N/mm². In general, the contact stress distribution be-

tween the threshold and gravel is irregular and there-

fore quickly reaches twice as big value, i.e. the 

strength limit that has been reached in the experi-

ment without frame. Fig. 17 shows the derivative of 
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the modulus of deformation 𝐸𝑉,𝑖 from the working 

line based on equations (10) and (11) (for each of the 

i = 6 load cycles as shown in Fig. 13, in the experi-

ment: h = 100 mm). 

 

 
Fig. 17. Derivation of the deformation modulus from 

the working line 

 

The deformation modulus 𝐸𝑉,𝑖 can be interpreted as 

the mean elastic modulus E between the points MINi 

and MAXi. Fig. 18 shows the comparison of the cur-

rent deformation modulus 𝐸𝑉,𝑖  and the current 

strength 𝜎𝐵,𝑖 . . There is an obvious correlation, 

which is due to the following linear relationship can 

be described: 

 

𝜎𝐵 = 0,007 ∙ 𝐸𝑉. (18) 

 

 
Fig. 18. Deformation modulus and strength 

 

Each new load cycle according to Fig. 13 results in 

a compression of the crushed stone. The compres-

sion corresponds to the formation of a hydrostatic 

stress state in the loaded volume below the stamp, 

i.e. an increase in both the vertical stress 𝜎𝑧 and the 

support stress 𝜎𝑥. The support stress could be in-

creased in the experiment without frame only as far 

as allow the supporting frictional forces of the outer 

borders. On the other hand, in the test with frame, 

the support is caused not only the activated frictional 

forces of the outer borders, but also the horizontal 

pressure of the frame. According to equation (7), the 

strength with frame is larger. 

The permissible stress 𝜎𝑝𝑒𝑟𝑚 of consolidated sur-

face protection layers and subgrade is given as a 

function of the dynamic modulus of elasticity 𝐸𝑑𝑦𝑛 

(Lichtberger 2003, p. 210): 

 

𝜎𝑝𝑒𝑟𝑚 = 0,006 ∙ 𝐸𝑑𝑦𝑛. (19) 

 

The deformation modulus, that is determined ac-

cording to Figures 17-18 corresponds to a static de-

formation modulus. The dynamic elastic modulus 

𝐸𝑑𝑦𝑛 is usually around a factor of 1.2 to 2.5 above 

the static deformation modulus 𝐸𝑉. From a coeffi-

cient comparison of (18) and (19), it follows that the 

safety factor of the condition expressed by equation 

(19) is 1.4 to 2.9. It should again be noted that the 

strength according to (18) or the permissible load ac-

cording to (19), in contrast to solids is not a constant, 

but depends on the compression, so the size of the 

existing horizontal support stress. The load capacity, 

however, depends on the boundary conditions, i.e. 

from the ability to carry support stresses. This also 

determines the direction of future work. 

 

6. Conclusions and subsequent studies 

The influence of the horizontal support stress on the 

strength of crushed rock layer is considered. The 

support stress is built up by the formation of a hy-

drostatic stress state in the area of the loaded vol-

ume. This explains the increase in the deformation 

modulus with the current vertical stress. This pro-

cess cased with consolidation. It is finished when 

slip planes in the crushed rock appear. It is associ-

ated with a drastic increase in settlement and is 

therefore characterized in practice as a loss of carry-

ing capacity. 

Between strength and deformation modulus ‒ in 

contrast to solids ‒ there is a close correlation with 

crushed rock. As a result of this correlation, it be-

comes possible to predict the strength of the crushed 

stones based on their deformation modulus. The ad-

vantage of this approach is obvious: the measure-

ments of deformation modulus require minimal ef-

fort and are non-destructive. It is shown that the size 

of the reached compression and thus the size of the 

reached strength or the reached deformation modu-

lus depends on the horizontal storage conditions of 

the crushed rock. 
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The relation found between strength and defor-

mation of ballast layer has a very high practical sig-

nificance. It can be used for the development of non-

destructive methods for the ballast compaction con-

trol, unification of construction norms, as well as the 

strategic maintenance planning and improvement of 

railway infrastructure (Wieczorek, et al. 2018). 
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