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trains, by utilizing the resources of existing infrastructure, 
is possible only if the subgrade sore spots are strengthened. 
When exploiting the subgrade, which is the basis of roads, 
under conditions of increasing loads, as well as the adverse 

1. Introduction

The development of railroad transport aimed at improv-
ing the throughput capacity and increasing the speed of 

DEVISING A PROCEDURE FOR 
ASSESSING THE SUBGRADE 

COMPACTION DEGREE BASED ON THE 
PROPAGATION RATE OF ELASTIC WAVES

V .  K o v a l c h u k 
Doctor	of	Technical	Sciences,	Аssociate	professor*

E-mail:	kovalchuk.diit@gmail.com
I .  K r a v e t s

Postgraduate	Student*
Department	of	Bridges	and	Tunnels

Dnipro	National	University	of	Railway	Transport	named	after	academician	V.	Lazaryan
Lazaryan	str.,	2,	Dnipro,	Ukraine,	49010

E-mail:	kravetsivan2017@gmail.com
O .  N a b o c h e n k o

PhD,	Associate	Professor
Department	of	"The	rolling	stock	and	track"

Lviv	Branch	of	Dnipro	National	University	of	Railway	Transport		
named	after	Academician	V.	Lazaryan

I.	Blazhkevych	str.,	12a,	Lviv,	Ukraine,	79052
E-mail:	olganabochenko@gmail.com

A .  O n y s h c h e n k o
Doctor	of	Technical	Sciences,	Associate	Professor*

E-mail:	onyshchenko.a.m.ntu@gmail.com
O .  F e d o r e n k o

Acting	General	Director,	Deputy	General	Director	for	Production	Development
Kyivavtodor	Municipal	Corporation

Petra	Bolbochana	str.,	6,	Kyiv,	Ukraine,	01014
E-mail:	oleksandr.fedorenko.ntu@gmail.com

A .  P e n t s a k 
PhD,	Associate	Professor**

E-mail:	apentsak1963@gmail.com	
O .  P e t r e n k o 

PhD,	Associate	Professor**
E-mail:	olexapetrenko@gmail.com	

N .  H e m b a r a
PhD

Department	of	Engineering
Ukrainian	Academy	of	printing	

Pidholosko	str.,	19,	Lviv,	Ukraine,	79020
E-mail:	gembara2011@gmail.com

*Department	of	Bridges	and	Tunnels
National	Transport	University

M.	Omelianovycha-Pavlenka	str.,	1,	Kyiv,	Ukraine,	01010
**Department	of	Construction	industry

National	University	Lviv	Polytechnic	
S.	Bandery	str.,	12,	Lviv,	Ukraine,	79013

This paper reports the analysis 
of the methods for estimating the 
technical condition of the subgrade 
underneath a constructed railroad 
track or road during its operation. 
The study results have proven that 
the issue related to monitoring and 
controlling high-quality compac-
tion of a heterogeneous subgrade 
remains relevant and requires the 
construction of reliable experi-
mental methods for assessing the 
subgrade degree of compaction.

A procedure for determining 
the compaction of subgrade in 
the laboratory has been devised, 
based on inertial microcomputer 
technologies, which makes it pos-
sible to assess the degree of com-
paction of subgrade soils depend-
ing on the propagation rate of an 
impact's elastic waves.

An experimental study has 
been performed into the propaga-
tion rate of elastic waves across 
a homogeneous subgrade made of 
coarse-grained sand and a hetero-
geneous subgrade made of coarse 
sand with a layer of clay in the 
middle of the prism. The study 
results established that the propa-
gation rate of an elastic wave in a 
heterogeneous subgrade accepts a 
lower value than the rate of wave 
propagation in a homogeneous 
subgrade.

Through the dynamic inter-
pretation, by using a discriminant 
statistical analysis, the character-
istic features have been defined in 
the distribution of accelerations in 
the body of the homogeneous and 
heterogeneous subgrade, depend-
ing on the degree of compaction, 
which would make it possible to 
monitor the state of the subgrade 
during operation. As the degree 
of the subgrade soil compaction 
affects the technical condition of 
roads
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2. Literature review and problem statement

The soil density in the subgrade body, in the layers 
above the pipes, and on the sides of pipe backfill is the most 
important characteristic that defines their safe exploitation 
and should be closely monitored. During operation, the soils 
work in the elastic-plastic stage with the elastic or residual 
deformations occurring in them, depending on the loads. 
Such processes lead to soil compaction or loosening [1, 2]. 
Thus, soil density directly affects the technical condition of 
a structure. The normative document regulating the require-
ments for the coefficient of soil compaction in the subgrade 
underneath the railroads of Ukraine is [3], in which it is rec-
ommended to determine density by the method of standard 
compaction.

Normative document [4] regulates determining the soil 
density by three methods. These include a method of stan-
dard compaction using the SoyuzdorNDI device (Ukraine); 
a method for determining the maximum density according 
to Proctor, and the modified density method by Proctor. 
Mostly, the latter two methods are used in all countries of 
the European Union, USA, Canada, etc. [5–7]. These meth-
ods imply building a compaction curve, which reflects the 
dependence of the density of dry soil on its humidity when 
compacted by ramming [8].

The authors of work [9] report the results of comparing 
the three methods of determining soil density that estab-
lished that the best density indicators could be derived when 
using a method for determining the modified density accord-
ing to Proctor. The authors noted that the use of the stan-
dard method of estimating soil compaction is impossible due 
to the absence of shear stresses in the soil sample. It should 
be noted that the standard compaction device was designed 
by changing the structure of the Proctor device (USA).

Today’s construction volumes [10] require devices that 
could quickly and reliably determine soil density since the 
existing procedure [4] takes quite a long time and does not 
make it possible to perfectly check the soil density through-
out the site. 

In work [11], in order to assess the technical condition of 
the heterogeneous overwetted railroad track subgrade, the 
authors applied a georadar method. However, a given method 
requires the use of expensive equipment and makes it possi-
ble to determine only the boundaries of the properties of the 
soil environment of the subgrade.

The authors [12] designed a portable device that makes 
it possible to automatically determine the actual and asymp-
totic module of soil deformation; it has its own energy carrier 
and enables the measurement and processing of results in an 
automated mode.

There are a large number of devices in the world market 
for determining the stamping module of elasticity (defor-
mation) of the soil through dynamic testing (by dropping a 
load). Software is used for the correlation of values linking 
short-term modules to a static module and a compaction 
coefficient. However, the analysis of papers reveals the vari-
ety of all methods and the large time cost of research, which 
emphasizes the relevance of the development of a device for 
determining the density of subgrade soils based on a pulse 
response.

Study [13] found that the nature of wave propagation in 
the subgrade soil is influenced by its transverse profile and 
the types of soil arrays involved in the compaction process.

effects of natural factors, it accumulates deformations with 
the occurrence of irregularities. Depending on the character-
istics of the soil, deformations of the subgrade may occur 
such as ballast bed, splashes, which leads to a loss of its 
stability. Therefore, the stable operation of the railroad 
track depends on the state of the subgrade. However, the 
technical condition of the subgrade is studied by a small 
number of scientists.

It should be noted that assessing the technical condi-
tion of the subgrade reveals certain difficulties due to the 
impact on its operation exerted by many factors, namely: 
the physical and mechanical properties of soils, moisture, 
vibration, elasticity, which tend to change over time. The 
experience of railroad operation shows that the greatest 
danger to the movement of trains is the deformation of the 
subgrade composed of clay soils. Deformations are long-
term processes and their surface detection is preceded by 
internal processes that reduce the strength of soils in the 
subgrade and contribute to the formation of weakened 
zones and hidden cracks. Such processes manifest them-
selves in the form of sudden deformations.

An important characteristic of soils is their density. 
The degree of compaction of the soil directly affects the 
deformation characteristics of the subgrade. The higher the 
density of the soil, the smaller the deformations of the sub-
grade. With increasing density, the characteristics of shift 
resistance also increase. Deformations constantly occur in 
the subgrade exposed to the vibrodynamic effect of moving 
load, and it is important that they are elastic. If residual 
deformations occur, recessions may be formed on the main 
platform of the subgrade. Moisture accumulates in these re-
cessions, which leads to the softening of clay soils and rapid 
growth of deformations, as well as damage to the subgrade.

To prevent sudden deformations, an important task is the 
timely detection of the subgrade sites that are potentially dan-
gerous for trains. To this end, it is necessary to continuously 
diagnose all embankments that are exploited over a long time 
by involving modern methods and technical means.

If a heterogeneous subgrade forms, there is an issue re-
lated to the premature disarrangement of the railroad track 
geometry in the form of the accumulation of vertical and 
horizontal irregularities on the track. This affects the sub-
sequent service life of track elements and their premature 
decommissioning. Therefore, the issue of monitoring and 
controlling the proper compaction of the heterogeneous 
subgrade is relevant and requires devising an experimental 
and theoretical methodology for assessing the degree of its 
compaction during the railroad track life cycle.

Taking into consideration the nature of the effect exerted 
by the rolling stock on the subgrade, it is a relevant task to 
study those processes that are manifested in the form of os-
cillation propagation in it. The process of elastic wave prop-
agation in the subgrade underneath a railroad track under 
the action of the rolling stock depends on its physical and 
mechanical characteristics and reflects the actual technical 
condition of the track.

Establishing the dependence between the propagation 
time of the elastic wave at the different compaction of a het-
erogeneous subgrade would make it possible to analyze its 
bearing capacity during railroad track exploitation. 

Therefore, as one of the options, we investigated the 
possibility of using inertial methods to assess the technical 
condition of the railroad track subgrade.
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When oscillations are excited in an elastic environment, 
a source located near the surface forms two main types of 
waves – volumetric and surface. Volumetric waves in elastic 
solid media spread in the form of two types of oscillations 
depending on the direction of shear of particles, which are 
longitudinal and transverse. When a longitudinal P-wave 
propagates, the particles of the medium oscillate along the 
direction of the wave propagation; the deformation of the 
environment occurs. When a transverse S-wave propagates, 
the particles oscillate in a plane perpendicular to the direc-
tion of the wave propagation; the deformation of the shape 
occurs [14].

Surface waves, depending on the plane of particle os-
cillation, are divided into two types – the waves by Love 
and the Rayleigh waves. The Love waves are the polarized 
waves in which particles oscillate along the surface of the 
medium perpendicular to the direction of the wave propa-
gation. These waves occur in a layered environment when 
the wave speed in the lower layer is lower than that in the 
top layer [14].

The Rayleigh waves occur near the free surface of the 
medium. Fluctuations of particles occur in the direction of 
the wave propagation in the plane that is perpendicular to 
the surface [14]. Both types of waves demonstrate dispersion, 
that is, the dependence of the phase velocity on frequency [13]. 
The propagation depth of the oscillations of a surface wave 
is directly proportional to the wavelength (inversely pro-
portional to the frequency). A wave with a high oscillation 
frequency quickly fades and has a slight penetration depth; 
reducing the frequency makes it possible to increase the 
depth of propagation [13, 14].

In recent years, the European Union has been actively 
using and developing a method for determining the speed 
of transverse wave propagation based on the analysis of the 
dispersion characteristics of surface waves [15, 16]. A given 
method was devised in 1983; it is called SASW (Spectral 
Analysis Surface Waves).

To date, many variants of the SASW method have been 
developed, differing in the type of waves being studied, the 
mode of observation (active, passive), and the frequency 
range of measurements. Solving the set task is possible using 
the Monte Carlo method and the statistical method of max-
imum plausibility.

The speed of transverse waves is closely related to the 
deformation characteristics of soils, such as the modulus of 
elasticity and the shear module [14, 17].

Different methods are used to construct a theoretical 
dispersion curve. It is known that a Rayleigh wave has sev-
eral forms of propagation (harmonics) with different values 
of phase velocities. Progressive inversion methods take into 
consideration the influence of the higher harmonics of the 
Rayleigh waves [18]. In some cases, it is necessary to take 
into consideration the effect of volumetric waves by using 
spectral analysis methods.

The Multichannel Analysis of Surface Waves (MASW) 
method was first introduced in 1999; it was published in the 
Geophysics journal [18]. The authors register the surface 
oscillations of Rayleigh waves from different sources, then 
these speeds are analyzed to construct a speed profile of the 
transverse waves. 

The authors of [19] applied a method of multichannel 
analysis of surface waves (MASW) to measure a speed 
change in the Rayleigh waves. A Rayleigh wave speed de-
pends on the soil shear module. It is also proposed to mon-

itor changes in soil strength at certain intervals based on a 
change in the Rayleigh wave speed.

The authors of work [20] employed a method of inertial 
measurements to assess the quality of the subgrade layer 
underneath a railroad track. The study was performed on 
homogeneous gravel without inclusions.

Papers [21, 22] report the results of studying the degree 
of compaction of the ballast layer after the work of ballast 
machines of various designs. A seismic method was improved 
by the comprehensive dynamic and kinematic interpretation 
of the pulse response. In the dynamic interpretation, by 
using a cluster and discriminant statistical analysis, the au-
thors defined characteristic spectral features corresponding 
to the degree of compaction of the ballast layer. The field 
measurements of the degree of compaction of the ballast 
layer after the work of different sequences of ballasting ma-
chines made it possible to establish the efficiency of compac-
tion and the expediency of their use.

The authors of [23] studied the distribution properties of 
a ballast prism depending on the compaction of the ballast 
layer by a dynamic load. During the experiment, various 
boundary conditions for supporting the ballast layer were 
considered, from a complete spatial restriction of movement 
to the free arms of the ballast prism with a natural slope 
inclination. Ballast performance during loading cycles was 
assessed by the pressure measurements at the base of the 
ballast prism along the sleeper axis and, at the same time, 
by video registration of the movement of ballast particles 
through the transparent side walls of the gravel box. Mea-
surements of pressure distribution were carried out using 
the developed microcomputer system of measurements and 
developed mesdosis, which make it possible to carry out 
multipoint stress measurements in a combination with mea-
surements of accelerations and photogrammetry. The mea-
surement results showed a significant impact of the compac-
tion of the ballast layer on the distribution of stresses under 
the sleeper. The cited study opens up new opportunities for 
practical improvement of existing track design and the tech-
nology of making and compacting a ballast layer in terms of 
ensuring optimal working conditions for the ballast layer.

Work [24] reports the development and application of a 
method for determining the compaction of the ballast layer. 
The experimental study revealed a significant change in the 
properties of ballast in the process of its deformation under 
the sleeper. The work proved the possibility of applying 
multi-sensor sound meter measurements of a wave front 
propagation field instead of the complicated method based 
on accelerometers. The results of the measurements showed 
a significant local increase in the rate of longitudinal wave 
propagation in the ballast layer. These results are confirmed 
by many studies that show the existence of compaction zones 
under the sleeper.

Paper [25] reports a laboratory experimental study of the 
propagation of elastic waves depending on the magnitude of 
the dynamic compaction of the railroad track gravel ballast. 
The research results established that a significant dynamic 
load with a frequency exceeding 30 Hz leads to loosening the 
track ballast while the ballast prism becomes homogeneous. 
And the speeds of wave propagation along the length of the 
prism are the same. A new theoretical mechanism for the 
development of track irregularities was also proposed, which 
takes into consideration not only the residual settling of the 
ballast layer but also the occurrence of backlash under the 
sleepers. These factors lead to a local change in the elasticity 
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of the track and the formation of a zone with heterogeneous 
compaction of the ballast layer.

The propagation of elastic waves across the grainy me-
dium is determined by the mineralogical and granulometric 
composition of the grains and, to a large extent, the number 
of contacts between the grains, that is, the density of the soil 
layer. As experiments show [26], this dependence is linear. 
Thus, by measuring the propagation rate of elastic waves 
after each compaction of the soil, one can conclude about the 
degree of compaction.

Two important parameters that affect the speed of wave 
propagation across the soil are density and elasticity (shear 
module). Elasticity is related to shear strength via the struc-
tural matrix of the soil, which is affected by the size, shape, 
friction, and bonds between the grains that make up the soil 
skeleton [27]. Density and shear strength are interrelated 
with the compaction degree, which is often expressed by a 
soil porosity coefficient [19].

Paper [28] states that as the density of contact between 
soil grains and friction increases, porosity decreases. It was 
also established that the wave propagation speed does not 
directly depend on the shear strength but is considered as a 
qualitative indicator for assessing a change in shear strength, 
especially in heterogeneous soils. In coarse-grained soils, 
shear strength and transverse wave speed depend on the 
density of grains.

However, our analysis of scientific papers has revealed 
that there are currently no procedures for determining the 
compaction of heterogeneous subgrade of the railroad track. 
Resolving a given issue would make it possible to assess the 
actual technical condition of the subgrade of the railroad 
track, the bearing capacity, and the mechanism that could 
forecast the subsequent disarrangement of track geometry 
depending on the degree of subgrade compaction.

3. The aim and objectives of the study

The aim of this study is to devise a procedure for as-
sessing the degree of compaction of the subgrade beneath a 
railroad track using the inertial method. This would make 
it possible to assess the degree of compaction of the road 
subgrade soil.

To accomplish the aim, the following tasks have been set:
– to devise a laboratory procedure for assessing the de-

gree of compaction of the homogeneous and heterogeneous 
subgrade; 

– to determine the propagation rate of elastic waves in 
subgrade depending on the degree of soil compaction.

4. Devising a laboratory procedure for assessing the 
degree of subgrade compaction 

The laboratory study of the subgrade included a sequence 
of cycles of the compaction of subgrade soils and the duration 
of passing the elastic waves of impacts. The pulse was set by 
a hammer through a round stamp placed in the center of the 
subgrade (Fig. 1).

The experiment was conducted in three cycles using two 
models. The first model is a homogeneous subgrade made of 
coarse-grained sand, the second model is a heterogeneous 
subgrade made of coarse sand and a layer of clay in the mid-
dle of the prism.

Fig.	1.	The	subgrade	model	in	a	laboratory	experiment:		
a	–	soil	compaction	process;	b	–	backfilling	of	a	clay	layer;		

c	–	heterogeneous	subgrade	made	of	coarse	sand	and	a	
layer	of	clay	in	the	middle	of	the	prism

For each subgrade model, three cycles of experimental 
studies into the compaction of subgrade were carried out. 
Cycle No. 1 – the non-compacted state of subgrade; cycle 
No. 2 – an intermediate state of the subgrade compaction; 
cycle No. 3 – the most layer-wise compacted state of the 
subgrade.

After each compaction cycle, the measurements of the 
propagation of elastic waves across the subgrade were car-
ried out using the designed inertial device. In order to 
optimally determine the subgrade density, we measured the 
propagation rate of elastic waves at five impacts in each cycle 
of the experiment. 

The method of determining the subgrade compaction is 
based on measuring the propagation rate of elastic waves 
through a soil layer. The dynamic oscillations and their 
registration are carried out by the designed inertial device 
whose structural diagram is shown in Fig. 2.

 

 
a
 

 
b 

 

 
c
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Fig.	2.	Device	for	measuring	the	compaction	of	soils	in	the	
road	subgrade:	1	–	personal	computer,	2	–	analog-digital	

converter,	3	–	hammer,	4	–	stamp,	5	–	analog	acceleration	
sensors	ADXL	335	(China)

The device includes personal computer 1, which acquires 
data and powers acceleration sensors, and an analog-digital 
converter. Analog-to-digital converter 2 transmits measured 
signals from the analog accelerator sensors ADXL 335 and 
the hammer to the personal computer for further use and 
processing. All data related to monitoring the subgrade state 
are acquired and stored in the computer’s memory.

Hammer 3 and stamp 4 are used to generate pulses and 
a short circuit signal, the processing of which produces 
the wave passing time from the beginning of the impact to 
registering an oscillation by the analog accelerator sensors 
ADXL 335 (China). The analog information on the accel-
eration signals from the longitudinal and transverse waves 
from 3 accelerometers is digitized at a frequency of 30 kHz 
and stored on the personal computer.

The source of elastic waves is a hammer blow against a 
metal plate with a diameter of 13 cm, which is placed on the 
subgrade after each degree of compaction. Impacts occur 
alternately; the onset of the pulse is registered using separate 
digital channels on the analog-digital converter. 

To dynamically interpret the subgrade density sig-
nals, we recorded the wave propagation oscillations from 
the moment of impact by using the acceleration sensors  
ADXL 335 (A1 to A3).

After each measurement, the results of the acceleration 
measurements were recorded in a file tagged with the re-
cording date and the time of device operation. 

A bench to study the degree of subgrade 
compaction was a glass box filled with soil with 
dimensions of 1.0×0.5×0.7 m (Fig. 3). The box 
was filled with the soil in the form of an em-
bankment of the subgrade without compaction.

The bottom of the box consists of n-shaped 
profiles, which host signal cables and the power 
cables to the acceleration sensors. The acceler-
ometers are placed in separate parts of a metal 
profile with the dimensions of width and length 
of 40 mm and a height of 20 mm. These elements 
are separated from the adjacent sensors and the 
base by noise-protective material in order to 
partially eliminate side noise. The total number 
of individual profiles with sensors is three pcs. 
The accelerometers in Fig. 3 are denoted А1–А3.

5. Results of determining the propagation rate of elastic 
waves in subgrade depending on the degree of soil 

compaction

We analyze the time and propagation rate of the impact’s 
waves for three states of the subgrade soil density and for 
two different environments. Thus, by measuring the propa-
gation rate of elastic waves after generating a pulse from the 
hammer, we can conclude about the degree of soil compac-
tion. Rate is determined from a known formula:

= ,
S

V
t

 (1)

where S is the path of wave propagation from the hammer to 
the accelerometer; t is the time of passing the impact’s waves 
from the hammer to the pulse receiver (accelerometer). 

The distance S is determined depending on the thickness 
of the subgrade soil layer after each compaction cycle. 

The scheme to determine the propagation distance of 
the impact’s elastic wave from the hammer to the acceler-
ometer is shown in Fig. 4. The shortest way for the wave to 
propagate is to the accelerometer A2, so the time of the wave 
propagation should be the smallest.

А1 А2 А3

ADC

2

1

3

5

synchronization

power

4

А1 А2 А3

 

Fig.	3.	Experimental	study	of	the	subgrade	soil	compaction	
(bottom:	location	of	sensors	(accelerometers)	under	the	
subgrade,	top:	measuring	devices,	middle:	view	from	the	

subgrade	model	in	a	box	with	glass	walls)

 

А1                                     А2                                      А3А1 А2 А3  

Fig.	4.	Measuring	the	subgrade	soil	compaction	
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Next, we analyze the results of the effect of subgrade soil 
compaction on the time and rate of wave propagation for the 
case when the hammer is in the center of the soil model of 
the subgrade.

The results of the propagation time of the im-
pact’s waves from the hammer to accelerometers А1, 
А2, А3 at different cycles of compaction of the homoge-
neous subgrade are shown in Fig. 5; for heterogeneous ‒  
in Fig. 6.

The propagation time of the impact’s elastic wave in a 
homogeneous subgrade ranges from 60 ms to 100 ms in the 
loose state. With intermediate subgrade compaction, from 
50 ms to 78 ms; at the maximally compacted subgrade, from 
40 ms to 58 ms. 

When the subgrade is heterogeneous, the propagation 
time of an elastic wave at the loose subgrade ranges from 
45 ms to 68 ms. At the intermediate subgrade compaction, 
from 40 ms to 65 ms; at the maximally compacted subgrade, 
from 30 ms to 53 ms.

For sensor A2, which is closest to the pulse source, at the 
loose state of the homogeneous subgrade, the wave passing 
time is 59 ms. At the intermediate compaction, 51 ms; at the 
maximally compacted subgrade, the wave propagation time 
is 40 ms. 

The propagation time of the impact’s elastic wave 
through a heterogeneous subgrade in a loose state is 44 ms; 
at the intermediate compaction, 40 ms; at the maximally 
compacted one, 31 ms.

Fig. 7 shows the records of the acceleration of longitudi-
nal waves by the A2 accelerometer from the hammer after 
three compaction cycles in a homogeneous subgrade; Fig. 8 ‒ 
at the heterogeneous subgrade. In addition, these diagrams 
demonstrate the moment when the pulse is generated.

The average propagation time of an impact’s elastic wave 
after three cycles of the homogeneous subgrade experiment 
is, respectively, 59 ms, 51 ms, and 40 ms. In the heteroge-
neous subgrade – 44 ms, 40 ms, and 31 ms. 

In a given case, according to the recordings of the wave 
passing time by the accelerometer at a frequency of 30 kHz, 
at the greatest compaction, the wave passing time is 25 points 
of the digitized signal. An increase in the accuracy could be 
achieved by increasing the frequency of the acceleration signal 
digitization.

Based on the known values of the propagation time of an 
impact’s elastic waves and the distance from the hammer to 
the receiving sensor, we calculate the wave propagation rate 
in the homogeneous subgrade (Fig. 9) and in the heteroge-
neous subgrade (Fig. 10). 
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Fig.	5.	Propagation	time	of	the	impact’s	elastic	wave	in	a	homogeneous	subgrade

Fig.	6.	Propagation	time	of	the	impact’s	elastic	wave	in	a	heterogeneous	subgrade
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The rate of propagation of an impact’s elastic wave in 
the loose homogeneous subgrade to the A2 accelerometer 
is 422 m/s; at the intermediate compaction – 485 m/s; at 
the maximum layer-wise subgrade compaction– 597 m/s. 
The rate of wave propagation to the extreme acceler-

ometers A1 and A3 is 390 m/s and 386 m/s in the loose 
state of the homogeneous subgrade. At the intermediate 
compaction, 458 m/s and 463 m/s, respectively; at the 
maximally compacted state – 588 m/s and 575 m/s, re-
spectively.

Fig.	7.	Recording	the	propagation	of	an	impact’s	waves	in	a	homogeneous	subgrade
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Fig.	8.	Recording	the	propagation	of	an	impact’s	waves	in	a	heterogeneous	subgrade
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Fig.	9.	The	propagation	rate	of	an	impact’s	elastic	wave	in	a	homogeneous	subgrade
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When the subgrade is heterogeneous, the propagation 
rate of an elastic wave to the A2 accelerometer in a loose state 
is 570 m/s; at the intermediate compaction, 588 m/s; at the 
maximally compacted ‒ 648 m/s. The rate of wave propaga-
tion to the extreme accelerometers A1 and A3 is 553 m/s and 
558 m/s at the loose state of the subgrade. At the intermediate 
compaction, 544 m/s and 534 m/s, respectively; at the maxi-
mally compacted state – 587 m/s and 605 m/s, respectively.

Deriving reliable values of the rate of propagation of an 
impact’s elastic waves in the subgrade, depending on its com-
paction, requires the use of modern statistical methods of 
data treatment. The application of modern micro computing 
systems would enable the automated accumulation of data 
on a change in the propagation rate of an impact’s elastic 
waves depending on the degree of subgrade compaction.

6. Discussion of results of assessing the degree of 
compaction of the railroad track subgrade

The quality of the exploited subgrade, unlike other ele-
ments of the track, is ensured during a repair. The subgrade 
is understood to be the greatest degree of its compaction, 
which corresponds to its greatest bearing capacity and resis-
tance to a shape change, which leads to the subsequent emer-
gence of defects and deformations. Knowing the subgrade 
density is important since this indicator makes it possible to 
assess the quality of the railroad track subgrade. A well-com-
pacted subgrade makes it possible to extend the inter-repair 
period of the upper structure of the track by more than 30 %.

The devised and applied method of determining the com-
paction of the heterogeneous subgrade underneath a railroad 
track has shown a significant change in the propagation 
time and rate in the course of our experimental research. 
The results from determining the propagation time of an 
impact’s elastic waves (Fig. 5, 6) demonstrate that the ratio 
of the time of passing the elastic wave of an impact through 
a homogeneous subgrade in a loose state to the time at the 
maximally compacted subgrade is 1.49 times; and at the 
heterogeneous subgrade ‒ 1.41. This is due to an increase 
in the soil density and, accordingly, a decrease in the wave 

passing time. Therefore, based on the propagation time of an 
impact’s wave from the pulse source to the receiving sensor, 
it is possible to estimate the degree of soil compaction in the 
embankment for a railroad track.

Our experiments show a significant increase in the time of 
passing a wave to the side acceleration sensors. This phenom-
enon is explained by some loosening of the subgrade on the 
side faces of the prism.

The rate of wave propagation in the soil varies depending 
on its density; the greater the density, the higher the rate. That 
is, low propagation speeds indicate the presence of a weakened 
layer with the possible occurrence of heterogeneities.

The peculiarity of the nature of the distribution of the 
propagation of an impact’s elastic waves, as opposed to the 
distribution of time, is almost the same rate in the initial 
state. At the same time, it is necessary to note the high scat-
tering of measured speeds, which increases together with the 
average speed value. 

In the course of our research into the propagation of elas-
tic sound waves across the subgrade, it was established that 
the measurement of speed values should vary depending on 
its compaction within significant limits relative to the initial 
compaction.

The methods that analyze wave propagation are insepa-
rable from mathematical methods of information processing, 
signal analysis, and statistics. The use of machine learning 
methods makes it possible not only to automate the treat-
ment and interpretation of data but also significantly im-
prove the degree of information utilization and the accuracy 
of measurements. For greater clarity, we applied the cluster 
and discriminant analysis methods to identify the character-
istic signs of subgrade compaction.

Further advancement of the current research is the use 
of algorithms of computer statistics and machine learning 
to establish the relationship between the compaction of the 
subgrade made from various filling materials and the char-
acteristics of pulse response. The employment of modern mi-
crocontroller technologies could enable the development of 
autonomous systems for monitoring the technical condition 
of the subgrade on those sections of the track that are prone 
to flooding and deformation.

Fig.	10.	The	propagation	rate	of	an	impact’s	elastic	wave	in	a	heterogeneous	subgrade
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7. Conclusions

1. Qualitative assessment of the measurements of elastic 
waves in subgrade requires spatial measurements. To this 
end, the spatial resolution of measuring the density of the 
subgrade should not be less than half the thickness of the 
prism of the subgrade, that is, measurements must be car-
ried out simultaneously by a dense network of sensors. The 
proposed approach to assessing the degree of compaction 
of the subgrade could significantly improve the accuracy 
of determining the spatial compaction during its operation, 
especially in problem areas.

2. With an increase in the subgrade compaction, the propr-
agation rate of an elastic sound wave increases. Our results 
of measuring the rate of wave propagation show a significant 
concentration of the local increase in the passing rate of longi-
tudinal waves in the homogeneous and heterogeneous subgrade 
in the central zone. This is due to a greater degree of the com-
paction of the central part of the prism of the subgrade, unlike 
its lateral areas. The results of numerous measurements of the 
subgrade compaction have established that the signal signifi-
cantly loses its power in an insufficiently compacted subgrade. 
This can be seen from the time of passing the elastic wave to 
the extreme sensors that are closest to the free end of the prism.

References

1. Hu, M., O’Sullivan, C., Jardine, R. R., Jiang, M. (2010). Stress-induced anisotropy in sand under cyclic loading. Granular Matter, 

12 (5), 469–476. doi: http://doi.org/10.1007/s10035-010-0206-7 

2. Wichtmann, T., Niemunis, A., Triantafyllidis, T. (2010). Strain accumulation in sand due to drained cyclic loading: on the effect 

of monotonic and cyclic preloading (Miner's rule). Soil Dynamics and Earthquake Engineering, 30 (8), 736–745. doi: http:// 

doi.org/10.1016/j.soildyn.2010.03.004 

3. Derzhavni budivelni normy Ukrainy. Sporudy transportu. Zaliznytsi kolii 1520 mm. Normy proektuvannia. DBN.2.3-19:2018 

(2018). Kyiv: Minrehionbud, 126. Available at: http://online.budstandart.com/ua/catalog/doc-page.html?id_doc=80894

4. DSTU B V.2.1-12:2009 Hrunty. Metod laboratornoho vyznachennia maksymalnoi shchilnosti (2010). Kyiv: Minrehionbud Ukrainy, 

9. Available at: http://profidom.com.ua/v-2/v-2-1/1423-dstu-b-v-2-1-122009-metod-laboratornogo-viznachenna-maksimalnoji-

shhilnosti

5. DIN 18127:2012. Baugrund, Untersuchung von Bodenproben. Proctorversuch (2012). Berlin: Deutsches Institut für Normung, 32. 

doi: http://doi.org/10.31030/1906160 

6. Standard Test Methods for Laboratory Compaction Characteristics of Soil Using Standard Effort (12 400 ft-lbf/ft3 (600 kN-m/

m3)) (2007). ASTM Standard D698. ASTM International. West Conshohocken. doi: http://doi.org/10.1520/d0698-07e01 

7. Test Methods for Laboratory Compaction Characteristics of Soil Using Modified Effort (56,000 ft-lbf/ft3 (2,700 kN-m/m3)) 

(2009). ASTM Standard D1557. ASTM International. West Conshohocken. doi: http://doi.org/10.1520/d1557-09 

8. Aleksandrova, N. P., Semenova, T. V., Dolgikh, G. V. (2015). Metody opredeleniia maksimalnoi plotnosti gruntov zemlianogo polotna 

avtomobilnykh dorog. Omsk: SibADI, 59. Available at: https://www.elibrary.ru/item.asp?id=24902159

9. Panasiuk, Y. I., Boyarchuk, B. А., Talakh, L. O., Protsiuk, V. O. (2020). Determination of maximum soil density. Modern technologies 

and methods of calculations in construction, 13, 64–70. doi: http://doi.org/10.36910/6775-2410-6208-2020-3(13)-08 

10. Sait proiektu «Velyke budivnytstvo». Available at: https://bigbud.kmu.gov.ua/

11. Luchko, J., Kovalchuk, V., Kravets, I., Gajda, O., Onyshchenko, A. (2020). Determining patterns in the stressed deformed state of 

the railroad track subgrade reinforced with tubular drains. Eastern-European Journal of Enterprise Technologies, 5 (7 (107)), 6–13. 

doi: http://doi.org/10.15587/1729-4061.2020.213525 

12. Pavliuk, D. O., Pavliuk, V. V., Pavliuk, V. V., Shuriakov M. V. (2012). Prystrii dlia avtomatyzovanoho vymiriuvannia faktychnoho 

ta asymptotychnoho modulia deformatsii gruntiv ta osnov dorozhnikh odiahiv. Avtoshliakhovyk Ukrainy, 1, 33–37. Available at: 

http://nbuv.gov.ua/UJRN/au_2012_1_11

13. Izvolt, L., Sestakova, J., Smalo, M. (2016). Analysis of results of monitoring and prediction of quality development of ballasted and 

ballastless track superstructure and its transition areas. Communications – Scientific Letters of the University of Zilina, 18 (4), 

19–29. Available at: https://www.researchgate.net/publication/317756116_Analysis_of_results_of_monitoring_and_prediction_

of_quality_development_of_ballasted_and_ballastless_track_superstructure_and_its_transition_areas

14. Antipov, V., Ofrikhter, V. (2016). Modern nondestructive method of researching of geological-engineering section. PNRPU 

Construction and Architecture Bulletin, 7 (2), 37–49. doi: http://doi.org/10.15593/2224-9826/2016.2.04 

15. Catalina, O. M. (2003). Inversion method for spectral analysis of surface waves (SASW). Institute of Technology, 287. Available at: 

https://smartech.gatech.edu/handle/1853/5124

16. Sussmann, T. R., Thompson, H. B., Stark, T. D., Wilk, S. T., Ho, C. L. (2017). Use of seismic surface wave testing to assess track 

substructure condition. Construction and Building Materials, 155, 1250–1255. doi: http://doi.org/10.1016/j.conbuildmat.2017.02.077 

17. Suto, K. (2007). Multichannel analysis of surface waves (MASW) for investigation of ground competence: an introduction. 

Engineering Advances in Earthworks. Australian Geomechanics Society, 71–81.

18. Park, C. B., Miller, R. D., Xia, J. (1999). Multichannel analysis of surface waves. Geophysics, 64 (3), 800–808. doi: http:// 

doi.org/10.1190/1.1444590 

19. Dashwood, B., Gunn, D., Curioni, G., Inauen, C., Swift, R., Chapman, D. et. al. (2020). Surface wave surveys for imaging 

ground property changes due to a leaking water pipe. Journal of Applied Geophysics, 174, 103923. doi: http://doi.org/10.1016/ 

j.jappgeo.2019.103923 



15

Applied physics

20. Przybylowicz, M., Sysyn, M., Kovalchuk, V., Nabochenko, O., Parneta, B. (2020). Experimental and theoretical evaluation of side 

tamping method for ballasted railway track maintenance. Transport Problems, 15 (3), 93–106. doi: http://doi.org/10.21307/ 

tp-2020-036 

21. Sysyn, M., Nabochenko, O., Kovalchuk, V., Gerber, U. (2019). Evaluation of railway ballast layer consolidation after maintenance 

works. Acta Polytechnica, 59 (1), 77–87. doi: http://doi.org/10.14311/ap.2019.59.0077 

22. Sysyn, M., Gerber, U., Kovalchuk, V., Nabochenko, O. (2018). The complex phenomenological model for prediction of 

inhomogeneous deformations of railway ballast layer after tamping works. Archives of Transport, 47 (3), 91–107. doi: http:// 

doi.org/10.5604/01.3001.0012.6512 

23. Sysyn, M., Kovalchuk, V., Nabochenko, O., Kovalchuk, Y., Voznyak, O. (2019). Experimental Study of Railway Trackbed Pressure 

Distribution Under Dynamic Loading. The Baltic Journal of Road and Bridge Engineering, 14 (4), 504–520. doi: http:// 

doi.org/10.7250/bjrbe.2019-14.455 

24. Sysyn, M., Kovalchuk, V., Gerber, U., Nabochenko, O., Parneta, B. (2019). Laboratory Evaluation of Railway Ballast Consolidation 

by the Non-Destructive Testing. Communications – Scientific Letters of the University of Zilina, 21 (2), 81–88. doi: http:// 

doi.org/10.26552/com.c.2019.2.81-88 

25. Sysyn, M., Kovalchuk, V., Gerber, U., Nabochenko, O., Pentsak, A. (2020). Experimental study of railway ballast consolidation 

inhomogeneity under vibration loading. Pollack Periodica, 15 (1), 27–36. doi: http://doi.org/10.1556/606.2020.15.1.3 

26. Liakhovitskii, F. M., Khmelevskoi, V. K., Iaschenko, Z. G. (1989). Inzhenernaia geofizika. Moscow: Nedra, 254.

27. Donohue, S., Long, M. (2010). Assessment of sample quality in soft clay using shear wave velocity and suction measurements. 

Géotechnique, 60 (11), 883–889. doi: http://doi.org/10.1680/geot.8.t.007.3741 

28. Gunn, D., Dashwood, B. A. J., Bergamo, P., Donohue, S. (2016). Aged embankment imaging and assessment using surface waves. 

Proceedings of the Institution of Civil Engineers – Forensic Engineering, 169 (4), 149–165. doi: http://doi.org/10.1680/

jfoen.16.00022 


